
 

 

Composition Report 

  Details of sample 

Test Date: 19-Jul-23 

Sample: Pt Sample 

Material: Pt950/Ruthenium 

Test Number: 2023.07.19/008 

Details: Pt Sample, casting from Bodysteel and Silver Co., Ltd. 

 

 
 
 

   Test Result 
  

Element Pt Ru    

% 95.38 4.62    

 
Test Methods: X-ray fluorescence 

Test Device: Fischerscope®       XRAY XAN 250 

Calibration Date: 19-07-2023 
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